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Applicant ： Beston Group Co.,Ltd

Ad d r e s s ：
9 floor, A building, E-commercial port of center China, Rd. Zhengping & Lijiang,
Zhengzhou City-450000, China

Sample Information

Sample Name ： Rice husk biochar (500℃，15HZ)

Sample Type/Specification ： /

Sample Qty. ： 200g

Sample acquisition method ： sent by client

Above information and sample(s) was/were submitted and certified by/on behalf of the applicant. ICAS was not responsible for
the authenticity of the sample, and quoted the information with no responsibility as to the accuracy, adequacy and/or
completeness.

Sample No. ： C25080251-04

Date of Sample Received ： 2025-08-27

Sample Test Period ： 2025-08-29~2025-09-06

Test content：
Test item(s) ： Please refer to next page(s).

Test Method(s) ： Please refer to next page(s).

ICAS TESTING TECHNOLOGY SERVICE（SHANGHAI）Co.,LTD

Prepared by Reviewed by Approved by

（Kai Shen） （Panpan Gu）
（Authorized signatory：

Zhengyang Zhu）

SHC25080251-04E
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Test Results：

Test items Test Method Unit Test Results

Dry basis carbon content (Cd) ISO 16948:2015 % 56.00

Dry base hydrogen content (Hd) ISO 16948:2015 % 2.43

Inorganic carbon ISO 925:2019 % 0.43

Sample Photo

This photo is limited to ICAS used this report
***End of the report***
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