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SRR SIS . [Pyrolysis test

H#f/Date: 2025/1/23 1EFE A\ /Sender: Alex
£ Bl /Sample information:
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Saﬁsre,{ﬁ?:ius Qily sludge Samﬁglﬁgiiv%ght 213g
SKHaFIRT 1h25min il 322°C
eI 8 /Testing progress:
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No. Time Flue gas temperature Remark
1 10:59 15C Start heating
2 11:14 100°C Oil starts to come out
3 11:32 122°C Smoke
4 11:39 225C Accelerate oil output
5 11:51 298°C A lot of oil
6 11:59 360°C /
7 12:04 322°C Reduced oil output
8 12:26 148°C Stop heating
g 25 B [Result:
| A% Hhr/g 5 ELE/%
Item Composition Unit/g Ratio/%
water 65g 30.5%
MR R L oil 125¢ 58.7%
Lysis testing slag 8.5 4%
Combustible gas 14.5¢g 6.8%
S A
Test summary
ik A% :
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Noted:
The above data is for reference
only
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